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GUANGZHOU, BAI ZHUANG COMPOSITE MATERIALS CO., LTD 
GUANGZHOU, BYSSUN COMPOSITE MATERIALS CO., LTD  
SHANGWEI FIST ROAD, SHAZHUANG STREET, SHITAN TOWN, ZENGCHENG DISTRICT, 
GUANGZHOU CITY  
 
The following sample(s) was/were submitted and identified on behalf of the clients as: 

POLYURETHANE RESIN BZ-808  

EBO Job No. : EBO1703006-C007 

Model No. : BZ-808 

Material : Epoxide 

Date of Sample Received : March 01, 2017 

Testing Period : March 01, 2017 To March 09, 2017 

Test Specification and Conclusion: 

 

As requested by the client, to do the following test items: 

Requirement: Conclusion: 

The amount of extractives according to FDA 21 CFR 175.300 PASS 

 
 
 
 
 
Signed for and on behalf of 

 
 
 
 
                            
      Kevin Yu 
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TEST RESULTS: 
 
1. Amount of Extractives 

Test Method: With reference to FDA 21 CFR 175.300. 

Extractants and Conditions 
Amount of Extractives 

（mg/inch2） 

Maximum 
permissible 

Limit (mg/inch2) 

1. Distilled Water at 120℉for 24 hours ＜3 18 

2. 8% Alcohol at 120℉ for 24 hours ＜3 18 

3. n-Heptane at 70℉ for 30 minutes ＜3 18 

 
Test Part Description: 
No.1 White resin 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 



EBO Testing Center
Service Hotline: 13824328299 

A112~114, Qinye Business Center , Xin’an Sixth Road, 82  District, Bao’an, Shenzhen, China  Tel: 86-755-29451282  Fax: 86-755-22639141  Email: ebo@ebotek.cn  www.ebotek.cn  th

 
 
 
 
  
Test Report      No.: EBO1703006-C007      Date: March 09, 2017     Page 3 of 3 
  

EBO assures objectivity and justness of the test, and fulfill the duty of confidentiality for applicant’s information. Applicant should undertake 
responsibility for the authenticity of submitted sample and information. Unless otherwise stated the results shown in the report refer only to the sample(s) 
tested. EBO shall not have any economic and legal responsibility because the use of testing result, or direct and indirect losses, and all legal 
consequences because of the result. This report is invalid without signatures of approver and special seal for inspection of EBO, or it has been 
reproduced in full or part. This Report is issued by EBO subject to its General Conditions of Service. Any unauthorized alteration, forgery or falsification 
of the content is unlawful, offenders may be prosecuted to the fullest extent of the law. 

 
 

Sample photo: 

No. EBO1703006-C007 

 

EBO authenticate the photo on original report only 
*** End of Report *** 


